
CAL/OSHA tower crane inspection.
7/26/2010
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Tower crane. First pick of wall panel forms.
7/26/2010
IMG_2456.JPG

Soil/foundation inspection by Geotek representative Will Deile.
7/27/2010
IMG_2464.JPG

PCS tying footing reinforcement along line W1.
7/27/2010
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R&S quality control inspection with MTGL special inspector.
7/28/2010
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Dynalectric installing transformer.
7/29/2010
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 Footing placement along lines V1 and B. Footing Pour #1 294 CY.
7/29/2010
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 Footing placement along line 2.5. Pour #1 294 CY.
7/29/2010
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 Footing placement along lines F.4, G & W1. Pour #1 294 CY.
7/29/2010
IMG_2551.JPG

Concrete cylinder cure boxes.
7/30/2010
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Site. Looking south along line W1.
7/30/2010
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Placement of architectural concrete mockup. Colton Ty III cement.
7/30/2010
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Footing Pour #2. Spread footings D,E,F/3 & F/4. 39.5 CY.
7/30/2010
IMG_2570.JPG

Site. Looking south.
7/30/2010
IMG_2572.JPG

Site. Looking south.
7/30/2010
IMG_2573.JPG

Wall panels staged on 1:1 slopes.
7/30/2010
IMG_2575.JPG
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